Donna Olszak

All-Ways Recycling/All-Ways Wrecking

717 Mayhew Tpke.
Bridgewater, NH 03222

Analysis Method:

October 03, 2018

Project Number:

Project Name: 149 Sunset Shores Rd, New London

Date Sampled:

Work Received:
Work Analyzed:

BULK PLM ANALYSIS EPA/600/R-93/116

2018-09-28

2018-09-29
2018-10-02

FieldiD Material Location Color [Non-Asbestos % |Asbestos %
LablD _ _ &y
A [Paneling Breezeway Behind Garage [prown  |Cellulose 98 None Detected |
Non-Fibrous 2
501082
B Linoleum Kitchen Floor multi Non-Fibrous 70
401083
C Caulking Under Kitchen Sink tan Non-Fibrous 100 None Detected
401084
D Pink Formica Kitchen Sink Counter multi Cellulose 60 None Detected
Non-Fibrous 40
401085
E Formica White Kitchen Stove Counter multi Cellulose 60 None Detected
Non-Fibrous 40
441086
F Sheetrock Kitchen gray Cellulose 15 [None Detected
Non-Fibrous 85
401087
G Sheetrock Living Rm Ceiling gray Cellulose 15 None Detected
Non-Fibrous 85
401088
H Sheetrock Lake Bdrm by Lvg Rm gray Cellulose 20 None Detected
Ceiling Non-Fibrous 80
401089
| Flooring Paper Below Wood Floor Lake multi Cellulose 98 [None Detected
Bdrm by Lvg Rm Non-Fibrous 2
401090
J Caulking \Window Lake Bdrm by gray Non-Fibrous 100 None Detected
Living Rm
401091
K Sheetrock By Bdrms Hallway Closet [gray Cellulose 10 None Detected
INon-Fibrous 90
401092
L Caulking Under Sink-Blue Bathroom ftan Non-Fibrous 100 None Detected
401093
M Sheeetrock Between Tub & Floor gray Cellulose 3 None Detected
Non-Fibrous 97
401094
N Sheetrock Wall-Blue Bathroom gray Cellulose 15 None Detected
Non-Fibrous 85
401095
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FieldID Material Location |Color Non-Asbestos % |Asbestos %
_ LabID _ B -y
O Linoleum 2 Bathrooms ' multi Non-Fibrous 70| N
401096 _
P Black Paper Behind Wood Exter. Siding {black Cellulose 70 None Detected
Non-Fibrous 30
401097
Q Shingle Front Garage Corner Brzwylblack Cellulose 30 None Detected
Non-Fibrous 70
401098
R Caulking Rear Windows (Driveway |gray Non-Fibrous 100 [None Detected
Side)
401099
S Shingle House black Cellulose 30 None Detected
Non-Fibrous 70
401100
1 Shingle Garage black Cellulose 25 None Detected
Non-Fibrous 75
401101
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